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European foreword 

This document (EN 1504-10:2017) has been prepared by Technical Committee CEN/TC 104 “Concrete 
and related products”, the secretariat of which is held by DIN and Subcommittee 8 “Products and 
systems for the protection and repair of concrete structures”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by April 2018, and conflicting national standards shall be 
withdrawn at the latest by April 2018. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent 
rights. 

This document supersedes EN 1504-10:2003. 

In comparison with EN 1504-10:2003, the following significant changes have been made: 

— a clarification of the scope of the standard; 

— a deletion of the normative reference "ENV ISO 8502-1, Preparation of steel substrates before 
application of paints or related products – Tests for the assessment of surface cleanliness – Part 1: 
Field test for soluble iron corrosion products (ISO/TR 8502-1:1991)" in Table 5 "Summary of tests 
and observations for quality control", test or observation number 19 because it has been 
withdrawn. A replacement of the method is under development by ISO/DIS 8502-12; 

— additions of terms and definitions; 

— clarifications of the title, recommendations and requirements in Clause 5; 

— clarification of Clause 6 by adding 6.1 and 6.2; 

— replaced reference to specific clauses with a reference to Annex A in method 1.4 "Surface bandaging 
of cracks" in Table 1 (preparation, application and quality control columns); 

— addition of method 1.6 "transferring cracks into joint" in Methods to satisfy principle 1 – Protection 
against ingress in Table 1; 

— addition of method 1.7 erecting external panels in Methods to satisfy principle 1 – Protection 
against ingress in Table 1; 

— addition of method 1.8 applying membranes in Methods to satisfy principle 1 – Protection against 
ingress in Table 1; 

— removal of reference to 8.2.1 (application column) in method 2.2 "surface coating" in Methods to 
satisfy principle 1 – Protection against ingress in Table 1; 

— addition of reference to new 7.2.4 "Microcracks" in method 3.1 (preparation column) in Methods to 
satisfy principle 2 – Moisture control in Table 1; 

— addition of reference to new 7.2.4 "Microcracks" in method 3.2 (preparation column) in Methods to 
satisfy principle 2 – Moisture control in Table 1; 

— addition of reference to new 7.2.4 "Microcracks" in method 3.3 (preparation column) in Methods to 
satisfy principle 2 – Moisture control in Table 1; 

BS EN 1504‑10:2017

This is a preview of "BS EN 1504-10:2017". Click here to purchase the full version from the ANSI store.

https://webstore.ansi.org/Standards/BSI/BSEN1504102017?source=preview


EN 1504-10:2017 (E) 

5 

— addition of method 3.4 "Replacing elements" in Methods to satisfy principle 2 – Moisture control in 
Table 1; 

— addition of reference to new 7.2.4 "Microcracks" in method 4.3 (preparation column) Methods to 
satisfy principle 4 – Structural strengthening in Table 1; 

— addition of reference to new 7.2.4 "Microcracks" in method 4.4 (preparation column) Methods to 
satisfy principle 4 – Structural strengthening in Table 1; 

— addition of method 4.7 "Prestressing (post tensioning)" Methods to satisfy principle 4 – Structural 
strengthening in Table 1; 

— change of the title of method 6.1 in Methods to satisfy principle 5 – Increasing physical resistance, 
according to EN 1504-9 and updated references for preparation and application; 

— change of the title of method 7.1 in "Methods to satisfy principle 7 – Preserving or restoring 
passivity", according to EN 1504-9, and updated references for preparation and application, 
including reference to the new 7.2.4 "Microcracks"; 

— addition of reference to the new 7.2.4 “Microcracks” in method 7.2 in "Methods to satisfy principle 
7 – Preserving or restoring passivity" (preparation column) in Table 1; 

— addition of method 7.5 Electrochemical chloride extraction in "Methods to satisfy principle 7 – 
Preserving or restoring passivity" in Table 1; 

— change of the title of method 8.2 according to EN 1504-9; 

— addition of method 8.3 "Coating" in "Methods to satisfy principle 8 – increasing resistivity" in 
Table 1; 

— change of the title of the methods 11.1, 11.2 and 11.3 according to EN 1504-9; 

— the methods in Table 2 have been updated according to EN 1504-9; 

— addition of requirements regarding microcracks during preparation of the concrete in 7.2.4; 

— addition of requirement in 7.3.2 f) by addition of reference to EN ISO 8501-1 regarding the 
standard of cleaning for method 11.2; 

— replacement of reference standard regarding bonding in Table 3, from EN 206-1 to EN 1542; 

— bonding requirements in 8.2.1 have to comply with EN 1504-2 and EN 1504-3 in addition to 
EN 1504-4; 

— requirements regarding sprayed mortar and concrete in 8.2.3 have to comply with EN 1504-3 in 
addition to EN 14487-1 and EN 14487-2; 

— addition of EN 1504-7 regarding requirements for products and systems for the execution of work 
in 9.1; 

— addition of 9.2 “Execution classes”; 

— addition of test or observations no 46 "Microcracks" in 9.3, Table 5 “Summary of tests and 
observations for quality control”; 

— addition of requirements regarding test or observation no 10 for method 4.1 and 4.2 in Table 5 
regarding substrate conditions before and/or after preparation; 
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— observation number 17 in Table 5 has been changed from test to observation; 

— addition of a Pull-out test in test or observation no 36 in Table 5 with reference to EN 12504-3; 

— addition of test or observation no 15 "Electrical resistivity" in Table 5 before and/or during 
application; 

— addition of Core and resistance test in test number 15 in "Final hardened condition"; 

— change of requirement in test no 32 in "Final hardened condition" regarding impregnation in 
Table 5; 

— change of requirements in test 34, 35, 36 and 37 in "Final hardened conditions" regarding 
application of mortar and concrete in Table 5; 

— change of requirements in test 40 in “Final hardened conditions” regarding method 4.1 and 4.2 in 
Table 5; 

— deletion of Clause 11 “Health, safety and the environment”, because it states that regulations shall 
be followed which they shall be anyhow regardless of what is stated in this standard; 

— addition of A.5.2 "Execution classes" in Annex A; 

— deletion of A.11 "Health, safety and the environment" in Annex A; 

— addition of an informative Annex B which describes a test method for cleanliness of concrete 
surfaces; 

— addition of an informative Annex C which describes a test method for surface roughness; 

— addition of an informative Annex D which describes a test method for and degree of microcracking 
of concrete surfaces. 

This European Standard specifies requirements for the execution of protection and repair of concrete 
structures. 

This document is one part of the European Standard on “Products and systems for the protection and 
repair of concrete structures — Definitions, requirements, quality control and evaluation of 
conformity”. The other parts are listed below: 

— Part 1: Definitions 

— Part 2: Surface protection systems for concrete 

— Part 3: Structural and non-structural repair 

— Part 4: Structural bonding 

— Part 5: Concrete injection 

— Part 6: Anchoring of reinforcing steel bar 

— Part 7: Reinforcement corrosion protection 

— Part 8: Quality control and Assessment and verification of the constancy of performance (AVCP) 

— Part 9: General principles for the use of products and systems 
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According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 
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Introduction 

This European Standard is part of the EN 1504 series which define and specify products and systems 
for the protection and repair of concrete structures. This standard defines and specifies site application 
of these products and systems and quality control of the works. 

The execution of this work is an important and integral part of the complex process of protection and 
repair, and this standard specifies how it shall be carried out. The specifications in this standard are 
part of the definition of the intended use for the relevant products and systems. The main normative 
references for the EN 1504 series are EN 13670, EN 1990, EN 1992-1-1, EN 1992-1-2, EN 1992-2, 
EN 1992-3 and EN 206. 

The specification for products and systems for protection and repair of concrete structures are given in 
Parts 2 to 7 of this standard. In practical cases, the reader is referred to Part 9 for selecting repair 
system before using Part 10. 

This standard contains an Annex A which provides guidance and background information to the 
normative text. The contents of the Annex A are numbered in the same way as the normative text to 
facilitate reference, but prefixed with "A". 

This standard contains Annex B, C and D which provides further information on test methods for 
cleanliness of concrete surfaces, surface roughness and degree of microcracking of concrete surfaces. 
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1 Scope 

This part of EN 1504 gives requirements for: 

— substrate condition before and during application of systems and products; 

— storage of systems and products; 

— structural stability during preparation, protection and repair; 

— methods of protection and repair; 

— quality control for execution of work; 

— maintenance of the structure. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

EN 206, Concrete - Specification, performance, production and conformity 

EN 1008, Mixing water for concrete - Specification for sampling, testing and assessing the suitability of 
water, including water recovered from processes in the concrete industry, as mixing water for concrete 

EN 1062-3, Paints and varnishes - Coating materials and coating systems for exterior masonry and 
concrete - Part 3: Determination of liquid water permeability 

EN 1504-1, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and evaluation of conformity - Part 1: Definitions 

EN 1504-2, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and evaluation of conformity - Part 2: Surface protection systems for 
concrete 

EN 1504-3, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and evaluation of conformity - Part 3: Structural and non-structural repair 

EN 1504-4, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and evaluation of conformity - Part 4: Structural bonding 

EN 1504-5, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and evaluation of conformity - Part 5: Concrete injection 

EN 1504-6, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and evaluation of conformity - Part 6: Anchoring of reinforcing steel bar 

EN 1504-7, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and evaluation of conformity - Part 7: Reinforcement corrosion protection 

EN 1504-8, Products and systems for the protection and repair of concrete structures - Definitions, 
requirements, quality control and AVCP - Part 8: Quality control and Assessment and verification of the 
constancy of performance (AVCP) 
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