
INTERNATIONAL 
STANDARD 

IS0 
9553 

First edition 
1997-l I-01 

Solar energy - Methods of testing 
preformed rubber seals and sealing 
compounds used in collectors 

l$ergie solaire - MBthodes d’essai des joints pr6form& en caoutchouc et 
des compos& pour l’&anch&t6 utilis& dans /es capteurs (DIS distribuk en 
version anglaise seulement) 

This material is reproduced from IS0 documents under International 
Organization for Standardization (ISO) Copyright License number 
IHS/ICC/1996. Not for resale. No part of these IS0 documents may be 
reproduced in any form, electronic retrieval system or otherwise, except as 
allowed in the copyright law of the country of use, or with the prior written 
consent of IS0 (Case postale 56,121l Geneva 20, Switzerland, Fax +41 22 
734 10 79), IHS or the IS0 Licenser’s members. 

Reference number 
IS0 9953: 1997(E) 

This is a preview of "ISO 9553:1997". Click here to purchase the full version from the ANSI store.

https://webstore.ansi.org/Standards/ISO/ISO95531997?source=preview


IS0 9553:1997(E) 

Contents 

1 Scope ............................................................................................................................................................................... 1 

2 Normative references .................................................................................................................................................... 1 

3 Classification .................................................................................................................................................................. 2 

4 Materials .......................................................................................................................................................................... 4 

5 Dimensions and tolerances .......................................................................................................................................... 4 

6 Physical requirements .................................................................................................................................................. 4 

7 Test methods .................................................................................................................................................................. 7 

Annex A - Determination of adhesion of sealing compounds ................................................................................... 8 

0 IS0 1997 
All rights reserved. Unless otherwise specified, no part of this publication may be reproduced or utilized in any form or by any means, electronic 
or mechanical, including photocopying and microfilm, without permission in writing from the publisher. 

International Organization for Standardization 
Case Postale 56 l CH-1211 Geneve 20 l Switzerland 
Internet central Qiso.ch 
x.400 c=ch; a3400net; p=iso; o=isocs; s=central 

Printed in Switzerland 

ii 

This is a preview of "ISO 9553:1997". Click here to purchase the full version from the ANSI store.

https://webstore.ansi.org/Standards/ISO/ISO95531997?source=preview

