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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1.  In particular the different approval criteria needed for the 
different types of ISO documents should be noted.  This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).  

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights.  Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents). 

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation on the meaning of ISO specific terms and expressions related to conformity 
assessment, as well as information about ISO’s adherence to the WTO principles in the Technical 
Barriers to Trade (TBT) see the following URL:  Foreword - Supplementary information

The committee responsible for this document is ISO/TC 229, Nanotechnologies.
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Introduction

Cellulose nanomaterials, including cellulose nanocrystals (CNCs) and cellulose nanofibrils, are 
anticipated to have significant commercial impact. Cellulose nanocrystals are extracted from naturally 
occurring cellulose, primarily from wood and annual plants, by acid hydrolysis, or chemical or 
enzymatic oxidation.[1][2][3] Their production from cellulose sources, such as wood pulps makes them a 
candidate for use as a potentially non-toxic, biodegradable and sustainable nanomaterial. Furthermore, 
the recent demonstration of the feasibility of CNC production on a large scale and the availability of 
infrastructure for harvesting raw materials will facilitate their commercial development. CNCs and 
cellulose nanofibrils are produced in a number of countries on pilot, pre-commercial or commercial 
scales. Estimates of the market potential for cellulosic nanomaterials are as high as 35 million metric 
tons annually, depending on the predicted applications and the estimated market penetration.[4][5] 
Standards for characterization of CNCs are required for material certification to allow sustained 
commercial development and applications.

Cellulose nanocrystals are nanorods that have high aspect ratio, surface area and mechanical strength 
and assemble to give a chiral nematic phase with unique optical properties. They are smaller than 
cellulose nanofibrils and have a higher crystalline content. These properties, plus the ability to control 
CNC surface charge and chemistry for dispersion in a variety of matrices, lead to potential applications 
in many areas including nanocomposite materials, paints and adhesives, optical films and devices, 
rheology modifiers, catalysts and biomedical products. There are currently no International Standards 
for this emerging commercial nanomaterial, although an ISO/TC 229 project on terminology is in 
progress, a Canadian National Standard (CSA Z5100) was published in 2014 and two CNC reference 
materials were released in 2013. This Technical Report reviews information on sample preparation, 
data collection and data analysis/interpretation for the measurands that are predicted to be important 
for the development of commercial products containing CNCs. Information for the following CNC 
properties is included: composition (crystallinity, surface functional groups, degree of polymerization 
and contaminants), morphology as assessed by microscopy and light scattering methods, surface 
charge and specific surface area, viscosity and thermal stability. The Technical Report reviews various 
approaches that have been used for specific properties, but does not recommend standard methods or 
provide detailed information on the techniques. The coverage is restricted to CNCs as produced and 
does not extend to post-production modified CNCs or CNC-enhanced materials or products.
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